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March 3, 1972

Mr. Sherman Z, Hinckley
Fico Argentine Mining Cowmpany
%ico, fColorado

Re: Production fHecords

Dezr Sherman:

The following informaticn has been taken from the
records of the Rurley vldg, Rasement, which might help the
picture of the previous report, This information is strictly
assay inTormstion with some vague tonnages;

In 1909 the Mill Heads from the Phosnix averaged 5,21
oz/ton Ag, 11,87% Pb, 25.10% 2n, tr Au with no indicated tonnage,
Trom the records they produced a product approximately four times
better than the mill heads in lead and twice in zinc, In 1908
from Aug. to Dec,, the indicated mine production was tr Au, 7.31
oz A, 24,214 b, & 27.42% Zn, In 1909 from Jan, to ius., the
indicated mine nroduction was 0.02 oz au, 7.43 oz pz, 17.12¢ Pb,
28,.83% 7n, Two assays showed £,0% Cu,

From July to Sept,, 1908 the Yellow Jacket showed
5.5 oz Ag, 12.75% Pb, 27. 25% 7n; the Yellow Jacket £#3 Tunnel
showed 3,49 oz Ag, 12,58% Pb, & 22.34% Zn; the Yellow Jacket #4
Tunnel showed 5,12 oz Ag, 18 Ol% Pb, & 20.897 Zn, In 1909 the
vellow Jacket #4 Tunnel showed 4,31 oz Ag, 7.11% Pb, & 20.2% 2n,

In 1909, the Pro Patria indicatzd mill heads were
14,58 oz Ag, 10,74% Pb, £ 17,60% 7n, A, this same time the
#ellington mill teads were 12,71 oz Az, 15.52% Pb, & 25.25% Zn,

The assays for the Futurity Tunnel in 1907 showed
0,03 oz An, 2,99 oz Ag, 3,6% Pb, 6.5% Zn, & 0.3% Cu,
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In 1903 the Grand View showed an indicated production
of 33,08 oz Ag & 50.,3% b, This was leaser ore, so I wculd
assume the production to te nill,

The Falcon Mine from Dec., 1308 to May, 1909 showed
an overall picture of 0.055 oz Au, 9,26 oz Ag, 7.42% Pb, &
2.37% Zn, which included oxidized ore 2 Juartz vien ore, The
copper ore taken from the Falcon ¥iine assayed as 0.05 oz Au,
11.0 oz Ag, 13.5%Pb, 32,74 2n, & U4.6% Cu, The assays were very
erratic znd protably are not representative of the ore,

Trom ipril to Aug, of 1908, the Atlantic Cable mill
heads were recorded as 4,39 oz Ag, 3,267 % 12,87% Zn, The
indicsted assay mill recovery figured nbout 62u. The mine
samples indiczated an ore production for 1907 as tr Au, 8,61 oz
Ag, 6.15% Pb, & 11,3254 2zn, and for 1908 as tr Au, 6,90 oz ig,
€,215% pb, & 17,247 7n,

In 1608 the Shamrock mine indicated 2 mill head of
3.37 oz Az, 2,81 £ ™, 2 10,427 7n; in 3709 of 4,01 oz Ag,
10.65% Pb, & 16,927 Zn. This orz was milled with the Vellow
Jacket, Phoenix, £ Atlantic £2Wle; although, they apparently

keot -he ore separate,

Trn 1907, th=a Shamrock mine samrples z=ssayed as 4.42 oz
Ag, 8.62Z pb, 2 18.95% Zn; in 1908 —- tr Au, 3. 72 oz Ag, 4.15%
Tb, & 13.€66% Zn; in 1909 —- tr Au, 4.01 oz 1g, 2,36% pb, 2
10, Oba 7n, The silver values are about the only assays that

the mine and mill 2gree,

In 1907 the Potter Tunnel production was waste rock
with the following 2ssay: tr Au, 0,86 oz Ag, tr Pb, tr Zn, &
tr Su, They showed some iron production of 23.3% Fe.

The same information of the Potter Tunnel applies
to tne Riverside Tinnel for 1907 ~- waste rock,

Thera we® no records availatle for the years of 1910
to zad inzluding 1512,

In 1913 from the Shamrock, Atlantic Cable, 2nd other
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(7) mines, they milled aporoximately 4,511 tons 68 ore that
assayed 6,7 oz 4ig, 18.83% Pb, 28,64% Zn. The tonnsge and

¢ =re very vague and could not ve separated as t> whad#
mine the preduction was derived,

In 1537, the mill (?)L shipped 190 railroad cars
of crude ore from what I bzlie voﬂ was "high-grading" from
the mill heads, it this time the gravity mill was a custom
mill and provwatly acied as a broker, The ore orginated from
the following mines: Shamrock, Atlantic Cstle, Wellihgton,
Fro Patria, Argentine, and =everal small diggings on Newnn
and Nigger Bahy Hills, The bulk 58 the ore I believe came from
the Jellingtcn, itlantic Cable, irgentinz, and Shamrock mines
and in thet order, The mill graded the shinments into five
classes 2nd were probably shipped to various smelters in order
to teke advantagg of the price ~- ILead Zinc, lead Silver, Copper
Sulphide, Iron Sulphide, and Zinc 12286 shipments,

The followiiug 2ssays aken from the roecorded lot
shipments {not settlement sheets). Whith records showed assays,
car numrers, dates, %¥ind o iut no weights:

o

lead-Silver slinmanits: 17.00 oz Ar, 31.53% Pb,
9.19% 7Zn with some shinments showing 2 trace of copper,

.

zinc-I=ad shiowents: 10,4% oz 2g, 21,017 rb, & 28,65% Zn,
1e3d-Zinc shipmmbts: 11,08 oz Ag, 30.57% ©h, & 26.50% Zn,

fopr2r Sulrhide suipments: 10.€% oz Mg, 3.00% Pb &
6467 cu, showing no assay for zinc

Iron Sulrhide shinments: racords showad 17 cars
shipped, no assay, and shiprped to Vanadium, (?) Colo, These
shipments prohably came from the 'e1lington Mine; although,
the e were no racorrds sliowing this 3,4.

This complates the informztion which was searched
Trom . Burley Bldg, Pasam=nt records,

vours very truly,






